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Table 10: Specific surface area SSA of three fractions
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Grade unit g 5 3
Size (micro meter) L E +180 E -150 E -75
Size (mesh) mesh +80 -100 -200

Specific Surface Area (BET)
SSA (BET) m"':,-"g 0.6 1.3 2.8




